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TEST RECORD NO. 1

SAMPLES :

Specimens of Repol grades B120MA, D120MA, B220MN, B400MN covered by
this Report have been found to comply with the requirements of the following
Standards in effect as of this Report.

GENERAL:

Test results relate only to the items tested.

The test methods and results stated below have been reviewed and found
to be in accordance with the requirements in the current edition of the
applicable Standard.

METHOCD:

UL 94 - Tests for Flammability of Plastics Materials for Parts in
Devices and Appliances, Fifth Edition

Thk: Color =
Grade mm Natural . White Black Red
B120MA 3.0 HB - = -
D120MA 3.0 R o ke -
B220MN 3.0 HB = ne -
B4 00MN 3.0 HB = = -

UL746A - Polymeric Materials - Short Term Property Evaluations, Fifth Edition

Reference Dates

Grade Material IR TGA DSC
Polypropylene
Bl120MA Co-polymer TC0652 T09-12-03 01-18-03 06-21-03
(PPCP)
Polypropylene
D120MA Co-polymer TC0664 T09-15-03 01-19-03 06-22-03
(PPCP)
Polypropylene
B220MN Co-polymer BEO659 T09-14-03 01-20-03 06-23-03
(PPCP)
Polypropylene
D400MN Co-polymer TC0665 T09-16-03 01-21-03 06-24-03

(PPCP)
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